1D, ZipStip

Customer EEZHE INTEX
Part name Lk 8CBN25
Size R~ 6*25SS
Surface Treatment |EEEIE Yellow zinc

Order No. Draw No. |5] 84555 /Bl 5%

12425/INT-S-DR-01

0. 8max
Material Al 1022 i :
Origin REH TAIWAN
Inspection Date % 5% 5 28 2023.2.14
Code Charcteristic Sampling number Unit Specification Results Result
AR tRERE D RS EfiI RE ik HIZE

dk |Head Diameterg&f& 5 mm 8.00-8.40 8.14-8.34 @/ NG

Q  |Recess Depth #7vE 5 mm 238-293 2.69-2.78 @/ NG

p |pitchzFiE 5 mm 2.65-2.98 2.89-2.91 @/ NG

F L;ngth of Head And Blank Shank#E35F 5 mm 4.00-5.00 4.15-4.28 ®/ NG

D1 [Major Diameter#g & 5 mm 3.40-3.60 3.44-3.52 @/ NG

L [Screw Length#BRE 5 mm 24.20-25.80 24.72-25.30 @/ NG

R |RUnder Head R 5 mm 4.00-5.00 443-4.47 @/ NG

M [Cross Width+=F$#& 5 mm 4.50-5.10 4.65-4.79 @/ NG

Head Edge Thickness#&#& /= 5 mm MAXO0.80 0.64-0.79 @/ NG

Angle Of Thread B&AE 5 ° 57-63 60-63 @/ NG

Tip Angle R R 5 ° 20-25 21-23 @/ NG

Breaking Torquef SR 77 8 kgf.cm MIN28 34-38 @/ NG

Bending Angletif i 8 ° Min12 16-22 @/ NG

Drilling Test Bl 8 sec | Immsteel/15kg/2sec 09-1.1 @/ NG

Visualsh g 200 OK OR/ NG




1D, ZipStip

Customer EEZHE INTEX
Part name Lk 8CBN32
Size R~ 6*32SS
Surface Treatment |EEEIE Yellow zinc

Order No. Draw No. |5] 84555 /Bl 5%

12425/INT-S-DR-01

0. Bmax
Material Al 1022 i :
Origin [REM TAIWAN
Inspection Date % 5% 5 28 2022.12.2
Code Charcteristic Sampling number Unit Specification Results Result
fA ) RS Ef VTt o HE

dk |Head Diameterg&f& 5 mm 8.00-8.40 8.12-8.36 @/ NG

Q  |Recess Depth f&7U% 5 mm 2.38-2.93 2.73-2.88 @/ NG

P |PitchFiE 5 mm 2.65-2.98 2.87-2.91 @/ NG

F L;ngth of Head And Blank Shank#E35F 5 mm 4.00-5.00 4.05-4.17 ®/ NG

D1 |Major Diameter#g F1& 5 mm 3.40-3.60 3.48-3.56 @/ NG

L [Screw Length#BRE 5 mm 31.20-32.80 31.52-31.96 @/ NG

R |RUnder Head R 5 mm 4.00-5.00 4.62-4.78 @/ NG

M  [Cross Width+=#t & 5 mm 4.50-5.10 4.68-4.76 @/ NG

Head Edge Thicknessi8#& 2 5 mm MAX0.80 0.54-0.69 @/ NG

Angle Of Thread 128 & E 5 ° 57-63 58-60 @/ NG

Tip Angle R R 5 ° 20-25 20-23 @/ NG

Breaking Torque i 8 kgf.cm MIN28 38-40 @/ NG

Bending Angletif i 8 ° Min12 15-20 @/ NG

Drilling Test B2zt 8 sec 1mmSteel/15kg/2sec 0.8-1.0 @/ NG

Visualshi 200 OK @/ NG




1D, ZipStip

Customer EEZHE INTEX
Part name Lk 8CBN42
Size R~ 6*42SS
Surface Treatment |EEEIE Yellow zinc

Order No. Draw No. |5] 84555 /Bl 5%

12425/INT-S-DR-01

0. Bmax
Material Al 1022 i :
Origin [REM TAIWAN
Inspection Date % 5% 5 28 2022.12.20
Code Charcteristic Sampling number Unit Specification Results Result
fA ) RS Ef VTt o HE
dk |Head Diameterg&f& 5 mm 8.00-8.40 8.16-8.34 @/ NG
Q  |Recess Depth f&7U% 5 mm 2.38-2.93 2.64-2.89 @/ NG
P |PitchFiE 5 mm 2.65-2.98 2.88-2.90 @/ NG
F L;ngth of Head And Blank Shank#E35F 5 mm 4.00-5.00 4.18-4.40 ®/ NG
D1 |Major Diameter#g F1& 5 mm 3.40-3.60 3.42-3.54 @/ NG
L [Screw Length#BRE 5 mm 41.00-43.00 41.32-41.98 @/ NG
R |RUnder Head R 5 mm 4.00-5.00 4.32-4.72 @/ NG
M  [Cross Width+=#t & 5 mm 4.50-5.10 4.60-4.66 @/ NG
Head Edge Thicknessi8#& 2 5 mm MAX0.80 0.59-0.62 @/ NG
Angle Of Thread 128 & E 5 ° 57-63 58-60 @/ NG
Tip Angle R R 5 ° 20-25 21-23 @/ NG
Breaking Torque i 8 kgf.cm MIN28 37-39 @/ NG
Bending Angletif i 8 ° Min12 17-20 @/ NG
Drilling Test B2zt 8 sec 1mmSteel/15kg/2sec 0.8-1.0 @/ NG
Visualshi 200 OK @/ NG
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